State of California

Prestress / Post-Tensioning Strand Systems updated: 2/22/16
Authorized Hardware Listing
GENERAL
COMPANY: AVAR Bar or TENDON SIZE: 1
SYSTEM NAME: ACS 1.5" Approval 1/25/1989 STRAND DIAMETER: 1/2"
PJACK (KIPS): 31 Concrete strength: 3500 psi ULTIMATE (KIPS): 1.3
WEDGES
N Material
WEDGE LENGTH: 1.46 AISI 11L17 Rc 59-63
WEDGE ANGLE: 7 Deg 10

WEDGE INSIDE DIAMETER:

ANCHOR HEADS

Anchor Size Material Approval Date
#1:1 3/4" DIA X 2.5" C1040 -1045 1/25/89
#2:
#3:
#4.
WEDGE HOLE ANGLE: 7 Deg WEDGE HOLE DIA: 1 035" STRAND HOLE DIA: 0.57"
BEARING PLATES
Bearing Plate Size Material Approval Date
#1:31/2" X 31/2" X 1/2" ASTM A-36 1/25/1989
#2:
#3:
#4.
#5:
BEARING HOLE DIA:  gogr Spiral size and turns: none
TRUMPETS
Trumpet Size Material Approval Date
#1:
#2:
#3:
#4:
#5:
DUCTS
Duct Size Material Approval Date
#1:

#2:

Spiral :



State of California

Prestress / Post-Tensioning Strand Systems updated: 2/22/16
Authorized Hardware Listing
GENERAL
COMPANY :  AVAR Bar or TENDON SIZE: 1
SYSTEM NAME: ACS 1.6 Approval 1/25/1989 STRAND DIAMETER: (6"
PJACK (KIPS): 44 Concrete strength: 3500 psi ULTIMATE (KIPS): 58 6
WEDGES
. Material
WEDGE LENGTH: 1.865 AISI 11L17 R15N89-93
WEDGE ANGLE: 7 Deg 5'+5' RA 79-83

WEDGE INSIDE DIAMETER:

ANCHOR HEADS

Anchor Size Material Approval Date
#1: 2 1/4" DIA X 2.5" C 1040-1045 1/25/89
#2:
#3:
#4.
WEDGE HOLE ANGLE: 7 Deg WEDGE HOLE DIA: ] 15" STRANDHOLEDIA: o 58"
BEARING PLATES
Bearing Plate Size Material Approval Date
#1: 4"X4"X5/8" ASTM A-36 1/25/1989
#2:
#3:
#4.
#5:
BEARING HOLE DIA: 750" Spiral size and turns: none
TRUMPETS
Trumpet Size Material Approval Date
#1:
#2:
#3:
#4:
#5:
DUCTS
Duct Size Material Approval Date
#1:

#2:

Spiral :



State of California

Prestress / Post-Tensioning Strand Systems

Authorized Hardware Listing

COMPANY :  AVAR
SYSTEM NAME: ACS 3.5

GENERAL

Approval

updated: 2/22/16

Bar or TENDON SIZE: 3
STRAND DIAMETER: 1 /2"

PJACK (KIPS): 93 Concrete strength: 3500 psi ULTIMATE (KIPS): 123 9
WEDGES
N Material
WEDGE LENGTH: 1.46 AlISI 11L17 Rc 59-63
WEDGE ANGLE: 7 Deg 10

WEDGE INSIDE DIAMETER:

Anchor Size

#1: 31/2" DIA X 23/8"
#2:

#3:
#4:

WEDGE HOLE ANGLE: 7 Deg

ANCHOR HEADS
Material

C1045 H.R.

WEDGE HOLE DIA: 1.035"

Approval Date
12/18/85

STRAND HOLE DIA: 0.63"

BEARING PLATES

Bearing Plate Size Material Approval Date
#1: 51/2" Square x 5/8" ASTM A-36 2/14/1985
#2:
#3:
#4.
#5:
BEARING HOLE DIA: o Spiral size and turns: none
TRUMPETS
Trumpet Size Material Approval Date
#1:6".0 24 Gage Galvanized 2/14/1985
#2: 6".0 Polyethylene .06" 2/14/1985
#3:
#4:
#5:
DUCTS
Duct Size Material Approval Date

#2:

Spiral :



State of California

Prestress / Post-Tensioning Strand Systems updated: 2/22/16
Authorized Hardware Listing
GENERAL
COMPANY: AVAR Bar or TENDON SIZE: 4
SYSTEM NAME: ACS 4.5 Approval STRAND DIAMETER: 1/2"
PJACK (KIPS): 124 Concrete strength: 3500 psi ULTIMATE (KIPS): 165.2
WEDGES
N Material
WEDGE LENGTH: 1.46 AISI 11L17 Rc 59-63
WEDGE ANGLE: 7 Deg 10

WEDGE INSIDE DIAMETER:

ANCHOR HEADS

Anchor Size Material Approval Date
#1: 31/2" DIA x 23/8" C1045 H.R. Normalized 12/18/85
#2:
#3:
#4.
WEDGE HOLE ANGLE: 7 Deg WEDGE HOLE DIA: 1 035" STRAND HOLE DIA: g g3
BEARING PLATES
Bearing Plate Size Material Approval Date
#1: 61/4"Square x 7/8" ASTM A-36 2/14/1985
#2:
#3:
#4.
#5:
BEARING HOLE DIA: 5 _o/gn Spiral size and turns: none
TRUMPETS
Trumpet Size Material Approval Date
#1: 6.0 24 Gage Galvanized 2/14/1985
#2: 6.0" Polyethylene .06" 2/14/1985
#3:
#4:
#5:
DUCTS
Duct Size Material Approval Date

#2:

Spiral :



State of California

Prestress / Post-Tensioning Strand Systems updated:  2/22/16
Authorized Hardware Listing
GENERAL
COMPANY :  AVAR Bar or TENDON SIZE: 4
SYSTEM NAME: C4.6 Approval STRAND DIAMETER: 0.6"
PJACK (KIPS): 176 Concrete strength: 3500 psi ULTIMATE (KIPS): 234 .4
WEDGES
N Material
WEDGE LENGTH: 1.80 AIS| 11 L 17 RA 79-83
WEDGE ANGLE: 7 Deg 10

WEDGE INSIDE DIAMETER:

ANCHOR HEADS

Anchor Size Material Approval Date
#1:31/8 "X 4 1/4"X 2 1/2" ASTM A-536 80-55-06 8/22/89
#2:
#3:
#4.
WEDGE HOLE ANGLE: 7 Deg WEDGE HOLE DIA: 1 16" STRANDHOLEDIA: g 70"
BEARING PLATES
Bearing Plate Size Material Approval Date
#1: 4 5/8" X 10.5" X 5/16' ASTM A-536 80-55-06 8/22/1989
#2:
#3:
#4.
#5:
BEARING HOLEDIA: 1 7/9 X 3 3/8 Spiral size and turns: none
TRUMPETS
Trumpet Size Material Approval Date
#1:
#2:
#3:
#4:
#5:
DUCTS
Duct Size Material Approval Date
#1: 4" 1D

#2:

Spiral :



State of California

Prestress / Post-Tensioning Strand Systems updated:  2/22/16
Authorized Hardware Listing
GENERAL
COMPANY :  AVAR Bar or TENDON SIZE: 4
SYSTEMNAME: MP 7.5/ 4.6 Approval ~ 3/11/2010 STRAND DIAMETER: ( 6"
PJACK (KIPS): Concrete strength: 5500 psi ULTIMATE (KIPS): 234
WEDGES
" Material
WEDGE LENGTH: 1.8" (2-Part or 3-Part) AIS| 12114 or 11L17

WEDGE ANGLE:

WEDGE INSIDE DIAMETER: 0.62"

ANCHOR HEADS

Anchor Size Material Approval Date
#1: 4.5" dia x 2.75" thick ASTM A536 Grade 80-55-06 (ACS 4.6)
#2:
#3:
#4.
WEDGE HOLE ANGLE: 6 deg 55' 10" WEDGE HOLE DIA: 1 16" STRAND HOLE DIA: 0.68"
BEARING PLATES
Bearing Plate Size Material Approval Date
#1: 6.5" Square x 5.25" thick ASTM A536 Grade 80-55-06
#2:
#3:
#4.
#5:
BEARING HOLE DIA: 5_3 /g Spiral size and turns: none
TRUMPETS
Trumpet Size Material Approval Date
#1:
#2:
#3:
#4:
#5:
DUCTS
Duct Size Material Approval Date
#1: O.D. 2.25"

#2:

Spiral : gpiral OD 8", #3 Bar, Spiral ID 7.25"



State of California

Prestress / Post-Tensioning Strand Systems updated: 2/22/16
Authorized Hardware Listing
GENERAL
COMPANY: AVAR Bar or TENDON SIZE: §
SYSTEM NAME: ACS 5.5 Approval STRAND DIAMETER: 1/2"
PJACK (KIPS): 155 Concrete strength: 3500 psi ULTIMATE (KIPS): 206.5
WEDGES
N Material
WEDGE LENGTH: 1.46 AISI 11L17 Rc 59-63
WEDGE ANGLE: 7 Deg 10

WEDGE INSIDE DIAMETER:

ANCHOR HEADS

Anchor Size Material Approval Date
#1: 4" DIA x 23/8" C1045 H.R. Normalized 12/18/85
#2:
#3:
#4.
WEDGE HOLE ANGLE: 7 Deg WEDGE HOLE DIA: 1 035" STRANDHOLEDIA: g 53"
BEARING PLATES
Bearing Plate Size Material Approval Date
#1: 63/4" Square x 7/8" ASTM A-36 2/14/1985
#2:
#3:
#4.
#5:
BEARING HOLE DIA: 5 _g /g Spiral size and turns: none
TRUMPETS
Trumpet Size Material Approval Date
#1: 6.0 24 Gage Galvanized 2/14/1985
#2: 6.0" Polyethylene .06" 2/14/1985
#3:
#4:
#5:
DUCTS
Duct Size Material Approval Date

#2:

Spiral :



State of California

Prestress / Post-Tensioning Strand Systems updated: 2/22/16
Authorized Hardware Listing
GENERAL
COMPANY: AVAR Bar or TENDON SIZE: 7
SYSTEM NAME: ACS 7.5 Approval STRAND DIAMETER: 1/2"
PJACK (KIPS): 217 Concrete strength: 3500 psi ULTIMATE (KIPS): 289 1
WEDGES
N Material
WEDGE LENGTH: 1.46 AISI 11L17 Rc 59-63
WEDGE ANGLE: 7 Deg 10

WEDGE INSIDE DIAMETER:

ANCHOR HEADS

Anchor Size Material Approval Date
#1: 41/2" DIA x 23/8" C1045 H.R. Normalized 12/18/85
#2:
#3:
#4.
WEDGE HOLE ANGLE: 7 Deg WEDGE HOLE DIA: 1 035" STRAND HOLE DIA: g g3
BEARING PLATES
Bearing Plate Size Material Approval Date
#1: 81/4" Square x 11/4" ASTM A-36 10/29/1985
#2:
#3:
#4.
#5:
BEARING HOLE DIA: 5 _7/gn Spiral size and turns: none
TRUMPETS
Trumpet Size Material Approval Date
#1:8.0" 24 Gage Galvanized 10/29/1985
#2: 8.0" Polyethylene .06" 10/29/1985
#3:
#4:
#5:
DUCTS
Duct Size Material Approval Date
#1: 2.1/16" ID 26 Gage 10/29/1985

#2:

Spiral :



State of California

Prestress / Post-Tensioning Strand Systems updated: 2/22/16
Authorized Hardware Listing
GENERAL
COMPANY :  AVAR Bar or TENDON SIZE: 7
SYSTEM NAME: ACS 7.5 Approval STRAND DIAMETER: 1/2"
PJACK (KIPS): 217 Concrete strength: 3500 psi ULTIMATE (KIPS): 289 1
WEDGES
Material
WEDGE LENGTH: 1.46 (Two part) AISI 11 L17 Or 12 L 14
WEDGE ANGLE: 7 Deg

WEDGE INSIDE DIAMETER:

ANCHOR HEADS

Anchor Size Material Approval Date
#1: 4,500" DIA X 2.750" ASTM -A536 Gr 80-55-06 12/17/96
#2:
#3:
#4.
WEDGE HOLE ANGLE: 6Deg 55' WEDGE HOLE DIA: 1 035" STRAND HOLE DIA: 0.562"
BEARING PLATES
Bearing Plate Size Material Approval Date
#1: 6.500" Square X 5.250" (MP ) ASTM-A536 Gr 80-55-06 12/17/1996
#2:
#3:
#4.
#5:
BEARING HOLEDIA: 5 937" Spiral size and turns: #3-5Turn
TRUMPETS
Trumpet Size Material Approval Date
#1:
#2:
#3:
#4:
#5:
DUCTS
Duct Size Material Approval Date
#1:

#2:

Spiral 43 Rebar 8" 0.D, 5 Turn @ 2" Pitch



State of California

Prestress / Post-Tensioning Strand Systems updated:  2/22/16
Authorized Hardware Listing
GENERAL
COMPANY :  AVAR Bar or TENDON SIZE: 7
SYSTEM NAME: ACS 7.5 TD Approval STRAND DIAMETER: 1/2"
PJACK (KIPS): 216.8 Concrete strength: 3500 psi ULTIMATE (KIPS): 289 1
WEDGES
N Material
WEDGE LENGTH: 1.46 AISI 11 L 17 Rc 59-63
WEDGE ANGLE: 7 Deg 10' +5'

WEDGE INSIDE DIAMETER:

ANCHOR HEADS

Anchor Size Material Approval Date
#1. 6" Square x 21/2"(w/4 hole) C1040-1045 H.R. Plate 3/16/92
#2:
#3:
#4.
WEDGE HOLE ANGLE: 7 Deg WEDGE HOLE DIA: 1 00" STRANDHOLEDIA: g 2"
BEARING PLATES
Bearing Plate Size Material Approval Date
#1: 6" Square X 11/2"(Retainer PL) ASTM A-36 3/16/1992
#2:
#3:
#4.
#5:
BEARING HOLE DIA: g4 /o Spiral size and turns: none
TRUMPETS
Trumpet Size Material Approval Date
#1:
#2:
#3:
#4:
#5:
DUCTS
Duct Size Material Approval Date
#1:

#2:

Spiral :



State of California

Prestress / Post-Tensioning Strand Systems updated:  2/22/16
Authorized Hardware Listing
GENERAL
COMPANY :  AVAR Bar or TENDON SIZE: g
SYSTEM NAME: ACS 8.5 TD Approval STRAND DIAMETER: 1/2"
PJACK (KIPS): 247.8 Concrete strength: 3500 psi ULTIMATE (KIPS): 330.4
WEDGES
N Material
WEDGE LENGTH: 1.46 AISI 11 L 17 Rc 59-63
WEDGE ANGLE: 7 Deg 10' +5'

WEDGE INSIDE DIAMETER:

ANCHOR HEADS

Anchor Size Material Approval Date
#1. 6" Square x 21/2"(w/4 hole) C1040-1045 H.R. Plate 9/26/94
#2:
#3:
#4.
WEDGE HOLE ANGLE: 7 Deg WEDGE HOLE DIA: 1 00" STRANDHOLEDIA: g 2"
BEARING PLATES
Bearing Plate Size Material Approval Date
#1: 12" Square X 2" ASTM A-36 9/26/1994
#2: 6" Square X 11/2"(Retainer PL) ASTM A-36 9/26/1994
#3:
#4.
#5:
BEARING HOLE DIA: 4 9 /o Spiral size and turns: none
TRUMPETS
Trumpet Size Material Approval Date
#1:
#2:
#3:
#4:
#5:
DUCTS
Duct Size Material Approval Date
#1:

#2:

Spiral :



State of California

Prestress / Post-Tensioning Strand Systems updated:  2/22/16
Authorized Hardware Listing
GENERAL
COMPANY :  AVAR Bar or TENDON SIZE: g
SYSTEM NAME: ACS 9.5 TD Approval STRAND DIAMETER: 1/2"
PJACK (KIPS): 278.7 Concrete strength: 3500 psi ULTIMATE (KIPS): 371 7
WEDGES
N Material
WEDGE LENGTH: 1.46 AISI 11 L17 Rc 59-63
WEDGE ANGLE: 7 Deg 10' +5'

WEDGE INSIDE DIAMETER:

ANCHOR HEADS

Anchor Size Material Approval Date
#1. 6" Square x 21/2"(w/4 hole) C1040-1045 H.R. Plate 3/16/92
#2:
#3:
#4.
WEDGE HOLE ANGLE: 7 Deg WEDGE HOLE DIA: 1 00" STRANDHOLEDIA: g 2"
BEARING PLATES
Bearing Plate Size Material Approval Date
#1: 6" Square X 1 1/2"(Ret Plate) ASTM A-36 3/16/1992
#2: 13" Square X 2" ASTM A-36 3/16/1992
#3:
#4.
#5:
BEARING HOLE DIA: g4 /o Spiral size and turns: none
TRUMPETS
Trumpet Size Material Approval Date
#1:
#2:
#3:
#4:
#5:
DUCTS
Duct Size Material Approval Date
#1:

#2:

Spiral :



State of California

Prestress / Post-Tensioning Strand Systems updated:  2/22/16
Authorized Hardware Listing
GENERAL
COMPANY :  AVAR Bar or TENDON SIZE: 10
SYSTEM NAME: ACS 10.5 TD Approval STRAND DIAMETER: 1 /2"
PJACK (KIPS): 309.8 Concrete strength: 3500 psi ULTIMATE (KIPS): 413
WEDGES
N Material
WEDGE LENGTH: 1.46 AISI 11 L17 Rc 59-63
WEDGE ANGLE: 7 Deg 10' +5'

WEDGE INSIDE DIAMETER:

ANCHOR HEADS

Anchor Size Material Approval Date
#1. 6" Square x 21/2"(w/4 hole) C1040-1045 H.R. Plate 9/26/94
#2:
#3:
#4.
WEDGE HOLE ANGLE: 7 Deg WEDGE HOLE DIA: 1 00" STRANDHOLEDIA: g 2"
BEARING PLATES
Bearing Plate Size Material Approval Date
#1: 13" Square X 21/4" ASTM A-36 9/26/1994
#2: 6" Square X 1 3/4"(Ret Plate) ASTM A-36 9/26/1994
#3:
#4.
#5:
BEARING HOLE DIA: 4 9 /o Spiral size and turns: none
TRUMPETS
Trumpet Size Material Approval Date
#1:
#2:
#3:
#4:
#5:
DUCTS
Duct Size Material Approval Date
#1:

#2:

Spiral :



State of California
Prestress / Post-Tensioning Strand Systems
Authorized Hardware Listing

GENERAL

updated: 2/22/16

COMPANY :  AVAR Bar or TENDON SIZE: 12

SYSTEM NAME: ACS 12.5 STRAND DIAMETER: 1/2"

Approval

PJACK (KIPS): 372 Concrete strength: 3500 psi ULTIMATE (KIPS): 4905 6
WEDGES
N Material
WEDGE LENGTH: 1.46 AlIS| 11L17 Rc 59-63
WEDGE ANGLE: 7 Deg 10

WEDGE INSIDE DIAMETER:

Anchor Size

#1: 6" DIA x 23/8"
#2:

#3:
#4:

WEDGE HOLE ANGLE: 7 Deg

ANCHOR HEADS

Material

C1045 H.R. Normalized

WEDGE HOLE DIA: 1.035"

Approval Date
1/16/86

STRAND HOLE DIA: 0.63"

BEARING PLATES

Bearing Plate Size Material Approval Date
#1: 103/4" Square x 11/2" ASTM A-36 1/16/1986
#2:
#3:
#4.
#5:
BEARING HOLE DIA: 1 /g Spiral size and turns: none
TRUMPETS
Trumpet Size Material Approval Date
#lg2e 24 Gage Galvanized 1/16/1986
#2: 12" POLYETHYLENE .06" 1/16/1986
#3:
#4:
#5:
DUCTS
Duct Size Material Approval Date
#1: 2.5/8" ID 26 Gage 1/16/1986

#2:

Spiral :



State of California
Prestress / Post-Tensioning Strand Systems
Authorized Hardware Listing

GENERAL

updated: 2/22/16

COMPANY :  AVAR Bar or TENDON SIZE: 12

SYSTEM NAME: ACS 12.5 STRAND DIAMETER: 1/2"

Approval

PJACK (KIPS): 372 Concrete strength: 3500 psi ULTIMATE (KIPS): 4905 6
WEDGES
N Material
WEDGE LENGTH: 1.46 AlIS| 11L17 Rc 59-63
WEDGE ANGLE: 7 Deg 10

WEDGE INSIDE DIAMETER:

Anchor Size

#1: 61/4" DIA X 23/4"
#2:

#3:
#4:

WEDGE HOLE ANGLE: g Deg 55'

ANCHOR HEADS
Material

ASTM A536 Gr 80-55-06

WEDGE HOLE DIA: 1.035"

Approval Date
12/7/95

STRAND HOLE DIA: 0.56"

BEARING PLATES

Bearing Plate Size Material Approval Date
#1: 103/4" Square x 11/2" ASTM A-36 1/16/1986
#2:
#3:
#4.
#5:
BEARING HOLE DIA: 1 /g Spiral size and turns: none
TRUMPETS
Trumpet Size Material Approval Date
#lg2e 24 Gage Galvanized 1/16/1986
#2: 12" POLYETHYLENE .06" 1/16/1986
#3:
#4:
#5:
DUCTS
Duct Size Material Approval Date
#1: 2.5/8" ID 26 Gage 1/16/1986

#2:

Spiral :



State of California
Prestress / Post-Tensioning Strand Systems

updated: 2/22/16

Authorized Hardware Listing

COMPANY :  AVAR

SYSTEM NAME: ACS 12.5
PJACK (KIPS): 372

GENERAL
Bar or TENDON SIZE: 12

Approval STRAND DIAMETER: 1/2"

Concrete strength:

3500 psi

ULTIMATE (KIPS): 495 6

WEDGE LENGTH:

WEDGE ANGLE: 7 Deg

WEDGE INSIDE DIAMETER:

WEDGES

1.46 (Two part)

Material

AISI11L170r12L 14

Anchor Size

#1: 6.250" DIA X 2.750"
#2:

#3:
#4:

WEDGE HOLE ANGLE: g Deg 55'

ANCHOR HEADS
Material

ASTM- A536 Gr 80-55-06

WEDGE HOLE DIA: 1.035"

Approval Date
12/17/96

STRAND HOLE DIA: 0.562"

Bearing Plate Size

#1:9.00" Square X 7.00" (MP)
#2:

#3:
#4:
#5:

BEARING HOLE DIA: 4 3/16"

BEARING PLATES
Material

ASTM-A536 Gr 80-55-06

Approval Date
12/17/1996

Spiral size and turns: #4-7turn

Trumpet Size
#1:
#2:
#3:
#4:
#5:

TRUMPETS

Material

Approval Date

Duct Size

#1:
#2:

DUCTS

Material

Approval Date

Spiral . 4 4 Rebar, 10" 0.D 7 Turns @ Pitch



State of California
Prestress / Post-Tensioning Strand Systems

updated: 2/22/16

Authorized Hardware Listing

COMPANY :  AVAR

SYSTEM NAME: ACS 12.6
PJACK (KIPS): 528

GENERAL
Bar or TENDON SIZE: 12
Approval 8/9/2000  STRAND DIAMETER: () g"
Concrete strength: 3500 psi ULTIMATE (KIPS): 703.2

WEDGE LENGTH:
WEDGE ANGLE:

WEDGE INSIDE DIAMETER: 0.62"

WEDGES

1.80" (Two or Three part)
6 Deg 55'+10'

Material

AISI 12114 or 11117

Anchor Size

#1:7.250" Dia x 3.00"
#2:

#3:
#4:

WEDGE HOLE ANGLE: g Deg 55"

ANCHOR HEADS
Material

ASTM A 536 Gr 80-55-06

WEDGE HOLE DIA: 116"

Approval Date
8/9/00

STRAND HOLE DIA: 0.68"

Bearing Plate Size

#1:13.750" Square x 1.80"
#2:

BEARING PLATES
Material

ASTM A536 Gr 80-55-06

Approval Date
3/23/1994

#3:
#4:
#5:
BEARING HOLE DIA: 5 1 /9" Spiral size and turns: none
TRUMPETS
Trumpet Size Material Approval Date
#1:13.00" HDPE
#2:
#3:
#4:
#5:
DUCTS
Duct Size Material Approval Date
#1: ID 3 1/2"

#2:

Spiral : 45 @ 6" stirrups



State of California

Prestress / Post-Tensioning Strand Systems

Authorized Hardware Listing

COMPANY :  AVAR

SYSTEM NAME: ACS 19 .5"
PJACK (KIPS): 5885

Concrete strength:

GENERAL

Approval

3500 psi

updated: 2/22/16

Bar or TENDON SIZE: 19
STRAND DIAMETER: 1 /2"
ULTIMATE (KIPS): 784.7

WEDGE LENGTH: 1.46"
WEDGE ANGLE: 7 Deg 10

WEDGE INSIDE DIAMETER:

WEDGES

Material

AISI 11 L17

Anchor Size

#1:7 3/8" DIA X 3 3/8"
#2:

#3:
#4:

WEDGE HOLE ANGLE: 7 Deg

ANCHOR HEADS
Material

ASTM A-536 Gr 80-55-06

WEDGE HOLE DIA: 1.035"

Approval Date
1/17/96

STRAND HOLE DIA: 0.56"

Bearing Plate Size

#1:13.750" Square X 3.00"
#2:

#3:
#4:
#5:

BEARING HOLE DIA: 5 1/2"

BEARING PLATES
Material

ASTM-A536 Gr 80-55-06

Approval Date
3/23/1994

Spiral size and turns: none

Trumpet Size
#1: 13.00"
#2:

#3:
#4:
#5:

TRUMPETS

Material

Approval Date
3/23/1994

Duct Size

#1:
#2:

DUCTS

Material

Approval Date

Spiral :



State of California

Prestress / Post-Tensioning Strand Systems

Authorized Hardware Listing

COMPANY :  AVAR

SYSTEM NAME: ACS 19 M.5"
PJACK (KIPS): 5885

Concrete strength:

GENERAL

Approval

3500 psi

updated: 2/22/16

Bar or TENDON SIZE: 19
STRAND DIAMETER: 1 /2"
ULTIMATE (KIPS): 784.7

WEDGE LENGTH: 1.46"
WEDGE ANGLE: 7 Deg 10

WEDGE INSIDE DIAMETER:

WEDGES

Material

AISI 11 L17

Anchor Size

#1:7.00" DIA X 3 1/4"
#2:

#3:
#4:

WEDGE HOLE ANGLE: 7 Deg

ANCHOR HEADS
Material

C 1040-1045 H.R BAR

WEDGE HOLE DIA: 1.035"

Approval Date
3/23/94

STRAND HOLE DIA: 0.625"

Bearing Plate Size

#1:13.750" Square X 3.00"
#2:

#3:
#4:
#5:

BEARING HOLE DIA: 5 1/2"

BEARING PLATES
Material

ASTM-A536 Gr 80-55-06

Approval Date
3/23/1994

Spiral size and turns: none

Trumpet Size
#1: 13.00"
#2:

#3:
#4:
#5:

TRUMPETS

Material

Approval Date
3/23/1994

Duct Size

#1:
#2:

DUCTS

Material

Approval Date

Spiral :



State of California

Prestress / Post-Tensioning Strand Systems

updated: 2/22/16

Authorized Hardware Listing

COMPANY :  AVAR
SYSTEM NAME: ACS 19.6
PJACK (KIPS): 836

Concrete strength:

GENERAL
Bar or TENDON SIZE: 19

2/27/2001 STRAND DIAMETER: () 6"
3500 psi

Approval
ULTIMATE (KIPS): 11134

WEDGE LENGTH:
WEDGE ANGLE:

WEDGE INSIDE DIAMETER: 0.62"

WEDGES

1.80" ( 2&3 part)
6 Deg 55'+10'

Material

AISI 12114 or 11117

Anchor Size

#1: 8fl" dia x 4fl"
#2:

#3:
#4:

WEDGE HOLE ANGLE: § Deg 55'+10'

ANCHOR HEADS
Material

ASTM-A 536 Gr 80-55-06

WEDGE HOLE DIA: 116"

Approval Date
2/27/01

STRAND HOLE DIA: 0.87"

Bearing Plate Size

BEARING PLATES

Material

Approval Date

#1:171f" x 16fl x 3.00" ASTM-A 536 Gr 80-55-06 2/27/2001
#2:
#3:
#4:
#5:
BEARING HOLEDIA: 7 1 /1" Spiral size and turns: none
TRUMPETS
Trumpet Size Material Approval Date
#l: 18" HDPE
#2:
#3:
#4:
#5:
DUCTS
Duct Size Material Approval Date
#1: |D. 4.00"

#2:

Spiral :



State of California

Prestress / Post-Tensioning Strand Systems updated: 2/22/16
Authorized Hardware Listing
GENERAL
COMPANY: AVAR Bar or TENDON SIZE: 292
SYSTEM NAME: ACS 22.5 Approval STRAND DIAMETER: 1/2"
PJACK (KIPS): 682 Concrete strength: 3500 psi ULTIMATE (KIPS): 908.6
WEDGES
N Material
WEDGE LENGTH: 1.46 AISI 11L17 Rc 59-63
WEDGE ANGLE: 7 Deg 5'

WEDGE INSIDE DIAMETER:

ANCHOR HEADS

Anchor Size Material Approval Date
#1: 7"Square x 31/2" C1040 /45 H.R.Plate 1/14/91
#2:
#3:
#4.
WEDGE HOLE ANGLE: 7 Deg WEDGE HOLE DIA: 1 035" STRAND HOLE DIA: g g3
BEARING PLATES
Bearing Plate Size Material Approval Date
#1: 141/2" Square x 2" ASTM A-36 4/19/1985
#2: 12"Square X 12" ASTM A 536 Gr 80-55-06 1/14/1991
#3:
#4.
#5:
BEARING HOLE DIA: gn Spiral size and turns: #4-7turn
TRUMPETS
Trumpet Size Material Approval Date
#l: 18" 24 Gage Galvanized 4/19/1985
#2: 18" Polyethylene .06" 4/19/1985
#3:
#4:
#5:
DUCTS
Duct Size Material Approval Date
#1: 3-1/2" ID 26 Gage 4/19/1985

#2:

Spiral: EOR CAST BEARING PLATE: #4 SPIRAL, 13" OD., 7 TURNS AT 2.5" PITCH, TIE FIRST TWO TURNS



State of California

Prestress / Post-Tensioning Strand Systems

Authorized Hardware Listing

updated: 2/22/16

GENERAL
COMPANY :  AVAR Bar or TENDON SIZE: 22

SYSTEM NAME: ACS 22.6 Approval STRAND DIAMETER: (6"
PIACK (KIPS): Q@8 Concrete strength: 3500 psi ULTIMATE (KIPS): 1289 2

WEDGES

N Material

WEDGE LENGTH: 1.80" (2 & 3 part) AISI 12114 or 11L17
WEDGE ANGLE: 6 Deg 55'+10

WEDGE INSIDE DIAMETER: 0.62"

ANCHOR HEADS

Anchor Size Material Approval Date
#1: 9" x 4 1/8" ASTM-A 536 Gr 80-55-06 2/1/02
#2:
#3:
#4:
WEDGE HOLE ANGLE: g Deg 55'+10' WEDGE HOLE DIA: 1 16" STRAND HOLE DIA: g g7
BEARING PLATES
Bearing Plate Size Material Approval Date
#10 171" x 16f1" x 3" ASTM-A 536 Gr 80-55-06 2/1/2002
#2:
#3:
#4:
#5:
BEARING HOLEDIA: |\ 7 1/16" Spiral size and turns: none
TRUMPETS
Trumpet Size Material Approval Date
18" HDPE
#2:
#3:
#4:
#5:
DUCTS
Duct Size Material Approval Date
#1:

#2:

Spiral :



State of California

Prestress / Post-Tensioning Strand Systems

Authorized Hardware Listing

updated: 2/22/16

GENERAL
COMPANY :  AVAR Bar or TENDON SIZE: 24
SYSTEM NAME: ACS 24.5 Approval STRAND DIAMETER: 1/2"
PJACK (KIPS): 743.4 Concrete strength: 3500 psi ULTIMATE (KIPS): 991 .2
WEDGES
Material
WEDGE LENGTH: 1.46 (Two Part) AISI 11 L 17

WEDGE ANGLE: 7 Deg + 10

WEDGE INSIDE DIAMETER: 529"

ANCHOR HEADS

Anchor Size Material Approval Date
#1: 81/4" Square X 31/2" C 1040-1045 H.R. Plate 3/26/92
#2:
#3:
#4:
WEDGE HOLE ANGLE: 7 Deg WEDGE HOLE DIA: 1 035" STRANDHOLEDIA: g 2"
BEARING PLATES
Bearing Plate Size Material Approval Date
#1: 151/2" Square x 2" ASTM A-36 3/26/1992
#2:
#3:
#4:
#5:
BEARING HOLE DIA: 71 /g" Spiral size and turns: none
TRUMPETS
Trumpet Size Material Approval Date
22" 3/26/1992
#2:
#3:
#4:
#5:
DUCTS
Duct Size Material Approval Date
#1: 4" O.D

#2:

Spiral :



State of California

Prestress / Post-Tensioning Strand Systems

updated: 2/22/16

Authorized Hardware Listing

COMPANY :  AVAR
SYSTEM NAME: ACS 27.6"
PJACK (KIPS): 1188

Concrete strength:

GENERAL
Bar or TENDON SIZE: 27

2/27/2001 STRAND DIAMETER: () 6"
3500 psi

Approval
ULTIMATE (KIPS): 1582.2

WEDGE LENGTH:
WEDGE ANGLE:

WEDGE INSIDE DIAMETER: 0.62"

WEDGES

1.80" ( 2&3 part)
6 Deg 55'+10'

Material

AISI 12114 or 11117

Anchor Size

#1: 9 5/8" dia. x 4 3/8"
#2:

#3:
#4:

WEDGE HOLE ANGLE: § Deg 55'+10'

ANCHOR HEADS
Material

ASTM-A 536 Gr 80-55-06

WEDGE HOLE DIA: 116"

Approval Date
2/27/01

STRAND HOLE DIA: 0.877"

Bearing Plate Size

BEARING PLATES

Material

Approval Date

#1: 19" sq. x 3fl" ASTM-A 536 Gr 80-55-06 2/27/2001
#2:
#3:
#4:
#5:
BEARING HOLEDIA: 7 13/1 " Spiral size and turns: none
TRUMPETS
Trumpet Size Material Approval Date
#1901 HDPE
#2:
#3:
#4:
#5:
DUCTS
Duct Size Material Approval Date
#1: |D. 4.375"

#2:

Spiral :



State of California
Prestress / Post-Tensioning Strand Systems

updated: 2/22/16

Authorized Hardware Listing

COMPANY :  AVAR

SYSTEM NAME: ACS 37.5
PJACK (KIPS): 837

GENERAL
Bar or TENDON SIZE: 27

Approval STRAND DIAMETER: 1/2"

Concrete strength:

3500 psi

ULTIMATE (KIPS): 1115

WEDGE LENGTH:

WEDGE ANGLE:

WEDGE INSIDE DIAMETER: (0.525"

WEDGES

1.46"( Two Part)
7 Deg 10'

Material

AISI 11L17

Anchor Size

#1: 10" DIA X 4.750"
#2:

#3:
#4:

WEDGE HOLE ANGLE: g Deg 55'

ANCHOR HEADS
Material

ASTM A-536 Gr 80-55-06

WEDGE HOLE DIA: 1.035"

Approval Date
7127/95

STRAND HOLE DIA: 0.625"

Bearing Plate Size

#1: 17.250" Square x 16.250"
#2:

BEARING PLATES
Material

ASTM A-536 Gr 80-55-06

Approval Date
5/29/1996

#3:
#4:
#5:
BEARING HOLEDIA: 7 1 /1" Spiral size and turns: none
TRUMPETS
Trumpet Size Material Approval Date
#l: 18" HDPE 5/29/1996
#2:
#3:
#4:
#5:
DUCTS
Duct Size Material Approval Date
#1: 4"

#2:

Spiral : o spPIRAL



State of California

Prestress / Post-Tensioning Strand Systems

Authorized Hardware Listing

updated: 2/22/16

GENERAL
COMPANY: AVAR Bar or TENDON SIZE: 28
SYSTEM NAME: ACS 28.5 Approval STRAND DIAMETER: 1/2"
PIACK (KIPS):  867.3 Concrete strength: 3500 psi ULTIMATE (KIPS): 1156.4
WEDGES
Material
WEDGE LENGTH: 1.46 (Two Part) AISI 11 L 17

WEDGE ANGLE: 7 Deg + 10

WEDGE INSIDE DIAMETER: 529"

ANCHOR HEADS

Anchor Size Material Approval Date
#1: 9" Square X 33/4" C 1040-1045 H.R. Plate 3/26/92
#2:
#3:
#4:
WEDGE HOLE ANGLE: 7 Deg WEDGE HOLE DIA: 1 035" STRAND HOLE DIA: g g
BEARING PLATES
Bearing Plate Size Material Approval Date
#1:161/2" Square x 21/4" ASTM A36 3/26/1992
#2:
#3:
#4:
#5:
BEARING HOLE DIA: 75 /g Spiral size and turns: none
TRUMPETS
Trumpet Size Material Approval Date
#1: 213/4"
#2:
#3:
#4:
#5:
DUCTS
Duct Size Material Approval Date
#1: 4" O.D

#2:

Spiral :



Prestress / Post-Tensioning Strand Systems
Authorized Hardware Listing

COMPANY :  AVAR
SYSTEM NAME: ACS 34.5

State of California

GENERAL

updated: 2/22/16

Bar or TENDON SIZE: 34

Approval

STRAND DIAMETER: 1 /2"

PJACK (KIPS): 1054 Concrete strength: 3500 psi ULTIMATE (KIPS): 1404.2
WEDGES
N Material
WEDGE LENGTH: 1.46 AISI 11L17 Rc 59-63
WEDGE ANGLE: 7 Deg 5'

WEDGE INSIDE DIAMETER:

Anchor Size
#1: 9" Square x 4"
#2:
#3:
#4:

WEDGE HOLE ANGLE: 7 Deg

ANCHOR HEADS
Material

C1040-1045 H.R. Normalized

WEDGE HOLE DIA: 1.035"

Approval Date
1/14/91

STRAND HOLE DIA: 0.63"

BEARING PLATES

Bearing Plate Size Material Approval Date
#1: 18" Square x 21/2" ASTM A-36 4/19/1985
#2: 15" Square X15" ASTM A-536 Gr 80-55-06 1/14/1991
#3:
#4.
#5:
BEARING HOLE DIA: 75 /g Spiral size and turns: #4-9turn
TRUMPETS
Trumpet Size Material Approval Date
24 24 Gage Galvanized 4/19/1985
#2: 24" Polyethylene .06" 4/19/1985
#3:
#4:
#5:
DUCTS
Duct Size Material Approval Date
#1: 4" ID 24 Gage 4/19/1985

#2:

Spiral: ERO CAST BEARING PLATE: #4 SPIRAL, 17 OD., 9 TURNS AT 2,5" PITCH, TIE FIRST 2 TURNS



Prestress / Post-Tensioning Strand Systems
Authorized Hardware Listing

State of California

updated: 2/22/16

GENERAL
COMPANY :  AVAR Bar or TENDON SIZE: 37
SYSTEMNAME: ACS 37 M .5 Approval STRAND DIAMETER: 1 /2"
PJACK (KIPS):  1146.0 Concrete strength: 3500 psi ULTIMATE (KIPS): 1528.1
WEDGES

WEDGE LENGTH:

1.46"( Two Part)

WEDGE ANGLE: 7 Deg 10

WEDGE INSIDE DIAMETER:

Material

AISI 11L17

Anchor Size

#1:10.00" DIA X 4.500"
#2:

#3:
#4:

WEDGE HOLE ANGLE: 7 Deg

ANCHOR HEADS
Material

C1040-1045 H.R. Bar

WEDGE HOLE DIA: 1.035"

Approval Date
3/23/94

STRAND HOLE DIA: 0.625"

Bearing Plate Size

#1: 19.250" Square x 3.250"
#2:

BEARING PLATES
Material

ASTM A-536 Gr 80-55-06

Approval Date
3/23/1994

#3:
#4.
#5:
BEARING HOLE DIA: 7 g4 o Spiral size and turns: none
TRUMPETS
Trumpet Size Material Approval Date
#1:19.750" HDPE 3/23/1994
#2:
#3:
#4.
#5:
DUCTS
Duct Size Material Approval Date

#2:

Spiral :



State of California
Prestress / Post-Tensioning Strand Systems

updated: 2/22/16

Authorized Hardware Listing

COMPANY :  AVAR

SYSTEM NAME: ACS 37.5
PJACK (KIPS): 1146.0

GENERAL
Bar or TENDON SIZE: 37

Approval STRAND DIAMETER: 1/2"

Concrete strength:

3500 psi

ULTIMATE (KIPS): 1528 1

WEDGE LENGTH:

WEDGE ANGLE:

WEDGE INSIDE DIAMETER:

WEDGES

1.46"( Two Part)
7 Deg 10'

Material

AISI 11L17

Anchor Size

#1: 10" DIA X 4.750"
#2:

#3:
#4:

WEDGE HOLE ANGLE: g Deg 55'

ANCHOR HEADS
Material

ASTM A-536 Gr 80-55-06

WEDGE HOLE DIA: 1.035"

Approval Date
7127/95

STRAND HOLE DIA: 0.625"

Bearing Plate Size

#1:19.250" Square x 3.250"
#2:

BEARING PLATES
Material

ASTM A-536 Gr 80-55-06

Approval Date
3/23/1994

#3:
#4.
#5:
BEARING HOLEDIA: 7 919 Spiral size and turns: none
TRUMPETS
Trumpet Size Material Approval Date
#1:19.750" HDPE 3/23/1994
#2:
#3:
#4:
#5:
DUCTS
Duct Size Material Approval Date

#2:

Spiral :



State of California

Prestress / Post-Tensioning Strand Systems updated:  2/22/16
Authorized Hardware Listing
GENERAL

COMPANY :  AVAR Bar or TENDON SIZE: 44

SYSTEM NAME: ACS 44.5 Approval STRAND DIAMETER: 1/2"
PJACK (KIPS): 1363 Concrete strength: 3500 psi ULTIMATE (KIPS): 1817.2
WEDGES

Material

WEDGE LENGTH: AISI 11L17 Rc 59-63

1.46"( Two Part)
WEDGE ANGLE: 7 Deg 10

WEDGE INSIDE DIAMETER:

ANCHOR HEADS

Anchor Size Material Approval Date
#1: 11" Square x 5 1/2" C1040-1045 H.R. Plate 9/1/93
#2:
#3:
#4:

WEDGE HOLE ANGLE: 7 Deg

WEDGE HOLE DIA: 1.035"

STRAND HOLE DIA: 0.63"

BEARING PLATES

Bearing Plate Size Material Approval Date
#1: 21" Square x 3" ASTM A-36 9/1/1993
#2:
#3:
#4:
#5:
BEARING HOLEDIA: g g7 Spiral size and turns: none
TRUMPETS
Trumpet Size Material Approval Date
20" 9/1/1993
#2:
#3:
#4:
#5:
DUCTS
Duct Size Material Approval Date
#1: 5" O.D 9/1/1993

#2:

Spiral :



State of California

Prestress / Post-Tensioning Strand Systems updated: 2/22/16
Authorized Hardware Listing
GENERAL
COMPANY: AVAR Bar or TENDON SIZE: 13
SYSTEM NAME: ACS 13.5TD Approval STRAND DIAMETER: 1 /2"
PJACK (KIPS): 402.6 Concrete strength: 3500 psi ULTIMATE (KIPS): 536 .9
WEDGES
N Material
WEDGE LENGTH: 1.46 AISI 11 L17 Rc 59-63
WEDGE ANGLE: 7 Deg 10

WEDGE INSIDE DIAMETER:

ANCHOR HEADS

Anchor Size Material Approval Date
#1: 7" Square X 31/2" C 1040-1045 H.R Plate 3/16/92
#2:
#3:
#4.
WEDGE HOLE ANGLE: WEDGE HOLE DIA: 1 00" STRAND HOLE DIA: g g
BEARING PLATES
Bearing Plate Size Material Approval Date
#1: 7" Square X 2"(Retainer Plate ) ASTM A 36 3/16/1992
#2:
#3:
#4.
#5:
BEARING HOLEDIA: g 00" Spiral size and turns: none
TRUMPETS
Trumpet Size Material Approval Date
#1:
#2:
#3:
#4:
#5:
DUCTS
Duct Size Material Approval Date
#1:

#2:

Spiral :



State of California

Prestress / Post-Tensioning Strand Systems updated:  2/22/16
Authorized Hardware Listing
GENERAL
COMPANY :  AVAR ( approved for use by SDI ) Bar or TENDON SIZE: 4
SYSTEM NAME: Avar C-4.6 Approval 9/27/2002 STRAND DIAMETER: (.6
PJACK (KIPS): 176 Concrete strength: 3500 psi Lt.Wt. ULTIMATE (KIPS): 234
WEDGES
N Material
WEDGE LENGTH: 1.81 Aisi 12114 or 11L17
WEDGE ANGLE: 7 Deg.

WEDGE INSIDE DIAMETER: .63"

ANCHOR HEADS

Anchor Size Material Approval Date
#1:10.5" x 4.61" x 2.52" A536 Gr. 80-55-06 9/27/02
#2:
#3:
#4.
WEDGE HOLE ANGLE: WEDGE HOLE DIA: STRAND HOLE DIA: 71"
BEARING PLATES
Bearing Plate Size Material Approval Date
#1.
#2:
#3:
#4.
#5:
BEARING HOLE DIA: Spiral size and turns: none
TRUMPETS
Trumpet Size Material Approval Date
L HDPE
#2:
#3:
#4:
#5:
DUCTS
Duct Size Material Approval Date
#1: 25 x 75 mm galvanized spiro duct

#2:

Spiral :



State of California

Prestress / Post-Tensioning Strand Systems updated:  2/22/16
Authorized Hardware Listing
GENERAL
COMPANY :  AVAR (approved for use by SD|) Bar or TENDON SIZE: 22

SYSTEM NAME: AVAR ACS-22.6 Approval 10/7/2002 STRAND DIAMETER: Q6"
PJACK (KIPS): 0968 Concrete strength: 3500 psi Lt.Wt. ULTIMATE (KIPS): 1289

WEDGES

Material

WEDGE LENGTH: 1.81"
WEDGE ANGLE: 7 Deg.

WEDGE INSIDE DIAMETER: .63

ANCHOR HEADS

Anchor Size Material Approval Date
#1:9.02" x 4.25" A536 GR. 80-55-06 10/7/02
#2:
#3:
#4:
WEDGE HOLE ANGLE: WEDGE HOLEDIA: 1 18" STRAND HOLEDIA: g g7
BEARING PLATES
Bearing Plate Size Material Approval Date
#1:17.25" x 16.25" x 3" A536 GR. 80-55-06 10/7/2002
#2:
#3:
#4:
#5:
BEARING HOLE DIA: 7 g Spiral size and turns: none
TRUMPETS
Trumpet Size Material Approval Date
#1: 18" x 7" HDPE
#2:
#3:
#4:
#5:
DUCTS
Duct Size Material Approval Date
#1: 108mm Galvanized Spiro

#2:

Spiral :



State of California

Prestress / Post-Tensioning Strand Systems updated:  2/22/16
Authorized Hardware Listing
GENERAL
COMPANY: CONTECH Bar or TENDON SIZE: 47
SYSTEM NAME: CTS 47.6 Approval STRAND DIAMETER: _g"
PJACK (KIPS): 2065.7 Concrete strength: 3500 psi ULTIMATE (KIPS): 2754 .2
WEDGES
Material
WEDGE LENGTH: 1.875 (Two part) AISI 12 L 14
WEDGE ANGLE: 7 Deg 10

WEDGE INSIDE DIAMETER: 0.620"

ANCHOR HEADS

Anchor Size Material Approval Date
#1: 14 1/4 DIA X 7.00" ASTM 1040/1045 a4/7/97
#2:
#3:
#4.
WEDGE HOLE ANGLE: 7 Deg WEDGE HOLE DIA: 1 15" STRANDHOLEDIA: 0 5g7"
BEARING PLATES
Bearing Plate Size Material Approval Date
#1:  NOT INCLUDED OF
#2: APPROVAL
#3:
#4.
#5:
BEARING HOLE DIA: Spiral size and turns: none
TRUMPETS
Trumpet Size Material Approval Date
#1:
#2:
#3:
#4:
#5:
DUCTS
Duct Size Material Approval Date
#1:

#2:

Spiral :



State of California

Prestress / Post-Tensioning Strand Systems updated:  2/22/16
Authorized Hardware Listing
GENERAL
COMPANY: CONTECH (T D) Bar or TENDON SIZE: 4
SYSTEM NAME: 4-0.6 (using 7-0.6 anchor Approval STRAND DIAMETER: (6"
PJACK (KIPS): 176 Concrete strength: 3500 psi ULTIMATE (KIPS): 234 4
WEDGES
. . Material
WEDGE LENGTH: 1.875" (3 PC Gripper) 12114 Rc 59-65
WEDGE ANGLE: 7 Degl10'+10

WEDGE INSIDE DIAMETER:  0.620 X 4 Deg

ANCHOR HEADS

Anchor Size Material Approval Date
#1: 51/8" DIA X 23/8" Ductile Iron ASTM A-536-80-55-06 4/20/92
#2:
#3:
#4.
WEDGE HOLE ANGLE: 7 Deg WEDGE HOLE DIA: 1 250" STRANDHOLEDIA: g 2"
BEARING PLATES
Bearing Plate Size Material Approval Date
#1: 7"x7"x11/2"(Restrainer Plate) A-36 4/20/1992
#2:
#3:
#4.
#5:
BEARING HOLE DIA: g Spiral size and turns: none
TRUMPETS
Trumpet Size Material Approval Date
#1:
#2:
#3:
#4:
#5:
DUCTS
Duct Size Material Approval Date
#1:

#2:

Spiral :



State of California

Prestress / Post-Tensioning Strand Systems

COMPANY :

SYSTEM NAME: 4-0.6
PJACK (KIPS): 176

CONTECH (Tie Back)

Authorized Hardware Listing
GENERAL

Approval

Concrete strength: 3500 psi

updated: 2/22/16

Bar or TENDON SIZE: 4
STRAND DIAMETER: (.6"
ULTIMATE (KIPS): 234 .4

WEDGE LENGTH:

WEDGE ANGLE:

WEDGE INSIDE DIAMETER:

WEDGES

1.875" (3 PC Gripper)
7 Deg 10'+10
0.620 X 4 Deg

Material

12114 Rc 59-65

Anchor Size

#1: 51/8" DIA X 23/8"
#2:

#3:
#4:

WEDGE HOLE ANGLE: 7 Deg

ANCHOR HEADS
Material

Ductile Iron ASTM A-536-80-55-06

WEDGE HOLE DIA: 1 250"

Approval Date
11/7/89

STRAND HOLE DIA: 0.62"

Bearing Plate Size

#1: 81/2" Square X 11/2"
#2:

BEARING PLATES
Material

Steel AAHSTO MI83 C.T.S.

Approval Date
11/7/1989

#3:
#4:
#5:
BEARING HOLE DIA: Spiral size and turns: none
TRUMPETS
Trumpet Size Material Approval Date
AL ASTM A-36 10/23/1989
#2:
#3:
#4:
#5:
DUCTS
Duct Size Material Approval Date
#1:

#2:

Spiral :



State of California

Prestress / Post-Tensioning Strand Systems updated:  2/22/16
Authorized Hardware Listing
GENERAL
COMPANY:  CONTECH (Tie Back ) Bar or TENDON SIZE: 7
SYSTEM NAME: 7-0.6 Approval STRAND DIAMETER: 0.6"
PIACK (KIPS): 307 Concrete strength: 3500 psi ULTIMATE (KIPS): 410.2
WEDGES |
. Materia
WEDGE LENGTH: 1.875" (3 PC Gripper) 12114 Rc59-65
WEDGE ANGLE: 7 Deg 10'+10'

WEDGE INSIDE DIAMETER:  0.6